Table 2-4 Reinforcing Bar and Srand Designations

CSA Reinforcing Bars. CSA Prestressing Strands
Bar Nominal Cross Strand Nominal Cross
Designation (mm) Sectional Designation Diameter Sectional
Area (mm?) (mm) Area (mm?)
10M 11.3 100 S9 9.53 55
15M 16.0 200 S11 11.13 74
20M 19.5 300 S13 12.70 99
25M 25.2 500 S13FAT 13.9 107.7
30M 29.9 700 S13S 13.9 107.7
35M 35.7 1000 S15 15.24 140
45M 43.7 1500
55M 56.4 2500
CSA Reinforcing Alternate Titles. US Prestressing Strands (270 ksi)
Bar Nominal Cross Strand Nominal Cross
Designation| Diameter Sectional Designation Diameter Sectional
(mm) Area (mm?) (mm) Area (mm?)
10 11.3 100 S.25 0.250 0.036
15 16.0 200 S.375 0.375 0.085
20 19.5 300 S5 0.500 0.153
25 25.2 500 S.5FAT 0.550 0.167
30 29.9 700 S.5S8 0.550 0.167
35 35.7 1000 S.6 0.600 0.215
45 43.7 1500
55 56.4 2500
Standard US bars Deformed Prestressing Bars (Dywidag)
Bar Nominal Cross Bar Nominal Cross
Designation| Diameter Sectional Designation Diameter Sectional
(mm) Area (mm?) (mm) Area (mm?)
#2 0.248 0.050 PB15 15.0 177
#3 0.375 0.110 PB26 26.5 551
#4 0.500 0.200 PB32 32.0 804
#5 0.625 0.310 PB36 36.0 1018
#6 0.750 0.440
#7 0.875 0.600
#8 1.000 0.790
#9 1.128 1.000
#10 1.270 1.270
#11 1.410 1.560
#14 1.693 2.250
#18 2.257 4.000
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